
Report No.: 242121095-02
Client: KWAHM SUMPAN CO.,LTD.

Contact Information: 55/1-4 Moo 7,
Bangkruay Sai Noi Road,
Bangkruay,Bangkruay, Nonthaburi 11130

Identification/
Model No(s):

GLASS PEARL 5 MM
                                                      

Sample Receiving date: 2020-06-01

Testing Period: 2020-06-01 to 2020-06-05

Delivery condition: Apparent good, Samples tested as received

Other information:
Manufacture: KWAHM SUMPAN CO.,LTD
Country of Origin: THAILAND
Country of Destination: THAILAND

Test Specification: Test result:
1. Total Lead Content PASS

2. Total Cadmium Content PASS
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Wilawan Sriphrom / Manager 

For and on behalf of
TÜV Rheinland Thailand Ltd.

2020-06-05

Name/PositionDate

TÜV Rheinland Thailand Ltd. ∙ Global Technology Assessment Center Bangkok (GTAC BKK) Ladkrabang Industrial Estate 123/1,
Floor 1-2 Soi Chalongkung 31, Lamplatew, Ladkrabang, Bangkok 10520 Thailand
Tel.: +66 (0) 2326-1333        Fax.: +66 (0) 2326-1334-5        Email: info@tha.tuv.com ∙ Web:www.tuv.co.th

Sample information is provided by customer. Test result is drawn according to the kind and extent of tests performed.        
This test report relates to the above mentioned test sample. Without permission of the test center this test report is not 
permitted to be duplicated in extracts. This test report does not entitle to carry any safety mark on this or similar products.

Products



Material List:

Item: GLASS PEARL 5 MM

                                                      

Material No. Material Color Location

M001 Glass + coating White pearl Refer to photo

Abbreviation: n.d.denotes Not Detected (<RL)
RLdenotes Reporting Limit
mg/kgdenotes Milligram per kilogram

2.Total Cadmium Content

Test Method: Acid digestion based on EPA 3050B:1996 (Modified) / EPA 3052:1996 (Modified).
Analysis was performed by ICP-MS.

Test Result:

Test 
No. Material No. Test Parameter Unit RL Regulatory 

Requirement Test Result

T001 M001 Total Cadmium mg/kg 2 100 n.d.

Abbreviation: n.d.     denotes Not Detected (<RL)
RL         denotes Reporting Limit
mg/kg    denotes Milligram per kilogram

1.Total Lead Content

Test Method: CPSC-CH-E1002-08.3: 2012 "Standard Operating Procedure for Determinating Total Lead 
(Pb) in Non-Metal Children Product"

Test result

Test No. Material No. Test Parameter Unit RL Regulatory 
Requirement Test Result

T001 M001 Total Lead mg/kg 2 500 2
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Sample Photo

- END -
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